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SUMMARY 

Experiments were conducted t o  evaluate the  performance of s i l i con  so lar  
c e l l s  at high temperatures and incident solar  energies. The so lar  c e l l s  
t e s t ed  were s i l i con  N/P type with a manufacturer's eff ic iency r a t ing  of 
12 percent. Each c e l l  w a s  equipped with a protect ive cover s l ide .  

The quantum eff ic iency of each c e l l  w a s  measured a t  various wavelengths 
and a t  temperatures ranging from 303' t o  463O K.  These measurements were m a d e  
i n  accordance with a method perfected by Be11 Telephone Laboratories f o r  
correlat ing the  laboratory experiments with projected outer space performance. 
Power output var ia t ions  due t o  changes i n  the  angle of incidence have a l so  
been measured. 

Test r e s u l t s  a re  presented on the  bas i s  of distance from the  sun. The 

It appears t h a t  s i l i con  so lar  c e l l s  could 
maximum power output i s  predicted f o r  a s o l a r  c e l l  approaching the  sun at  
angles of Oo, 45O, 600, and 80'. 
be used near the  sun when inclined a t  large angles t o  the  incident solar  
energy. For example, a t  an angle of 80°, it i s  estimated t h a t  t he  s i l i con  
so lar  c e l l s  t e s t ed  could approach the  sun t o  within approximately 0.2 as t ro-  
nomical un i t  without exceeding an assumed upper l imit ing temperature of 
463O K.  

INTRODUCTION 

To predict  t he  performance of power systems for future space probes, 
knowledge of so la r  c e l l  performance over a broad temperature and incident 
so la r  energy range i s  necessary. For example, i n  a recent f e a s i b i l i t y  study 
of a solar probe mission ( re f .  l), t he  possible use of s i l i con  solar c e l l s  as 
the  on-board e l e c t r i c a l  power w a s  considered. For t h i s  mission, t he  space 
vehicle w a s  t o  car ry  s c i e n t i f i c  instruments t o  within 1/4 of t he  ea r th ' s  d i s -  
tance f romthe  sun. The success of such a mission, i n  large pa r t ,  depended 
upon the  distance of c loses t  approach the  vehicle could a t t a i n  and s t i l l  pro- 
duce adequate power f o r  t h e  instruments. 



A large amount of s i l i con  so lar  c e l l  performance data  w a s  available f o r  
t he  f e a s i b i l i t y  study. 
used by the  various invest igators  f o r  s o l a r  c e l l  performance i n  outer space. 
Different l i g h t  sources had been used i n  obtaining the  data .  The spec t ra l  
content of these sources did not provide an accurate match of t he  spec t ra l  
content of the  sun outside the  ea r th ' s  atmosphere, therefore ,  the  solar  c e l l  
performance f o r  the  example mission could be predicted only qua l i ta t ive ly .  

However, t he  problem w a s  t h a t  no common reference w a s  

The motivation f o r  t h e  current program, then, w a s  t he  experimental 
determination of s o l a r  c e l l  performance a t  the  temperatures and energies 
encountered during t h i s  t y p i c a l  mission. For t h i s  program, a recent ly  
reported method developed by Messrs. G m e 1  and Smits of B e l l  Telephone Labo- 
ratories ( r e f .  2) w a s  used. This method f i r s t  required the  determination of 
the  solar  c e l l ' s  outer-space short-circui t  current .  The output character-  
i s t i c s  of the  t e s t  c e l l  could then be measured under any l i g h t  source whose 
in tens i ty  had been adjusted t o  produce the  predetermined outer-space short-  
c i r c u i t  current .  

TEST APPARATUS AND PROCEDURE 

In  t h i s  t e s t  program, each c e l l ' s  response w a s  f irst  measured at various 
wavelengths and temperatures; a standard tungsten lamp w a s  used as the  l i g h t  
source. This quantity was then used in  conjunction with the  zero-air-mass 
s o l a r  spectrum t o  calculate  the  outer-space shor t -c i rcu i t  current f o r  the  
t e s t  c e l l .  The c e l l  was then placed in  the  beam of a xenon l i g h t  source, the  
in tens i ty  of which was adjusted u n t i l  the  c e l l  produced the  predetermined 
outer-space shor t -c i rcu i t  current;  then, t he  c e l l ' s  volt-ampere curve w a s  
determined. Another l i g h t  source, a solar  simulator, was used in  determining 
the  t e s t  c e l l ' s  power output var ia t ions  with angle of incidence. In  t h i s  
section, the  apparatus u t i l i zed  i n  these t e s t s  i s  f i r s t  described, and then a 
more detai led discussion of the t e s t  procedure i s  given. 

Test Apparatus 

Solar ce l l s . -  The solar c e l l s  t e s t ed  were s i l i con  N/P type (HTA-106) with 
an eff ic iency of 12  percent as ra ted  by the  manufacturer, t he  Heliotek Corpo- 
ra t i0n. l  Each c e l l  had e lec t ro less  nickel  ohmic'contacts and was equipped with 
a 6-mii glass  cover with u l t r av io l e t  and an t i r e f l ec t ive  coatings ( O C L I  208 
SCC 435-2-1.16). 
were 1 em by 2 em, as  shown i n  f igure  l ( a )  . The ac t ive  area of each c e l l  w a s  
1.8 e$. For determination of c e l l  temperature, a chromel-constantan thermo- 
couple was pressure-contacted t o  the  negative contact area with a single- 
component epoxy cured a t  280' F, a s  shown i n  f igure  l ( b ) .  The e f fec t  of cure 
temperature on the  power output of each c e l l  was found t o  be negligible by 
measurements before and a f t e r  cure. 

The over-all  dimensions of each ce l l ,  including contacts, 

%e junction depth and bulk r e s i s t i v i t y  were 0.5 micron and 10 &my 
re spect ive l y  . 
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Equipment used f o r  lamp ca l ibra t ion  and so lar  c e l l  quantum ef f ic iency  . 

measurements.- In  order t o  obtain the  quantum eff ic iency of t he  s i l i con  solar  
c e l l s ,  it w a s  necessary t o  measure t h e  current generated by a known amount of 
l i g h t  a t  various wavelength bands over the  wavelength range from 0 . 4 ~  t o  1 . 4 ~ .  
For t h i s ,  t he  current through a 1-ohm r e s i s t o r  connected t o  t h e  c e l l ' s  
posi t ive and negative terminals w a s  measured. 

Light of known in tens i ty  over t h i s  wavelength range w a s  provided by a 
tungsten lamp, General Elec t r ic  Co. type GE 30A/T24/7. 
ca l ibra ted  against  secondary I' standards of spec t ra l  irradiance" lamps from 
the  National Bureau of Standards. 

This lamp w a s  f i rs t  

The equipment i s  shown i n  f igure  2 and includes the  following: 
with support stand, (b )  mirror, ( c )  f i l t e r  wheel, and (a)  potentiometer- 
galvanometer readout equipment. The s l i t  and t h e  detector  a re  p a r t i a l l y  
hidden f r o m  view behind the  f i l t e r  wheel. 

(a)  lamp 

The mirror had a diameter of 8 inches and a foca l  length of 42 inches. 
The reflectance of the  mirror, as measured, w a s  approximately 90 percent over 
a l l  wavelengths considered. The f i l t e r  wheel contained 20 band-pass f i l t e r s ,  
each with a bandwidth of 0.1~. A 0 . 0 5 ~  separation w a s  maintained between the  
peak transmission wavelengths of adjacent f i l t e r s  over t he  range from 0 . 4 ~  t o  
1.0~; a 0.1~ separation w a s  maintained from 1.0~ t o  1 . 5 ~ .  Two detectors  were 
used t o  cover the  wavelength range of i n t e re s t .  A photomultiplier provided 
detect ion from 0.4~ t o  0 . 6 ~ ~  while a solar  c e l l  heated t o  423' K covered the  
in t e rva l  of 0 . 5 ~  t o  1.511.. 

After the  lamp had been ca l ibra ted  by comparison with the  N.B.S. standard 
lamps, the  same equipment w a s  used t o  determine the  quantum eff ic iency of t he  
s o l a r  c e l l .  For t h i s ,  t he  so la r  c e l l  under t e s t  replaced the  detector behind 
the  s l i t .  

Other l i gh t  sources.- The l i g h t  source used t o  determine the power output 
cha rac t e r i s t i c s  of the  t e s t  solar  c e l l s  a t  various i n t e n s i t i e s  and tempera- 
t u re s  w a s  a Spectrolab Model A-9090 xenon l igh t  source. This incorporates an 
O s r a m  type XBO 1600 xenon arc  lamp, t h e  output of which i s  focused on a t e s t  
c e l l  by means of an aspheric lens .  

The l i g h t  source f o r  power output measurements as a function of angle of 
incidence w a s  a model D-1203 Spectrosun, manufactured by the  Spectrolab Cor- 
poration, which provided a simulated spectrum of zero a i r  m a s s  solar  radiat ion 
a t  1 A.U. ( i . e . ,  a t  1 astronomical un i t ,  t he  ea r th ' s  distance from the  sun). 
The incident i n t ens i ty  of t he  Spectrosun w a s  established a t  140 mw/cm2 by 
varying t h e  in t ens i ty  u n t i l  t he  ca l ibra t ion  current of a secondary "standard" 
solar c e l l  was at ta ined.  This c e l l  had been ca l ibra ted  against  a standard 
so la r  c e l l  (Table Mountain, corrected f o r  zero air  m a s s ) .  

Ce l l  heating equipment.- Each solar c e l l  w a s  placed i n  a special ly  
designed holder, label led a i n  f igu re  3. A heater element w a s  imbedded i n  
a 1-inch-thick copper block (not shown i n  the  f i g u r e ) .  
grooved s labs  of boron n i t r i d e ,  which insulated the  solar  c e l l  against  short-  
ing, held the  c e l l  i n  place on the  copper block. The c e l l  holder w a s  then 

Two 1/4-inch-thick, 
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supported on an adjustable rod in the  foca l  plane of t he  l i g h t  beam. 
micrometer s l i t  ( b )  and tungsten lamp ( c )  are a l so  shown in t h i s  photograph. 
This same holder w a s  used with each l i g h t  source. 

The 

Miscellaneous readout equipment. - The shor t -c i rcu i t  current measurements 
u t i l i z e d  i n  the  determination of quantum eff ic iency were obtained by detect ing 
the  voltage drop across a 1-ohm r e s i s t o r  with a precision potentiometer i n  
se r i e s  with a galvanometer. 

Volt-ampere curves were recorded automatically on an X-Y recorder by 
m e a n s  of t he  c i r c u i t  arrangement shown in f igure  4. 
provides a b i a s  voltage which dr ives  the  recorder through 
Y = max and Y = 0 X = max 
r e  spect ive l y  . 

I n  essence, t he  c i r c u i t  
X = 0 when 

f o r  t he  current ( Y )  and voltage ( X ) ,  when 

Test Procedure 

The outer-space power output charac te r i s t ics  of t he  t e s t  c e l l s  were 
determined with the  method successfully used by B e l l  Telephone Laboratories 
f o r  the  s o l a r  power plant of the  Tels tar  spacecraft ( r e f .  3 ) .  This method 
requires  no r e s t r i c t i o n s  on the  spec t ra l  d i s t r ibu t ion  of the  l i g h t  source 
with which the  t e s t  c e l l s  are illuminated (other  than t h a t  it produces l i g h t  
a t  wavelengths t o  which the  c e l l s  respond). This method requires precise 
knowledge of t h e  amount of current generated i n  the  solar  c e l l  by a known 
amount of l i g h t  at a par t icu lar  wavelength. This quantity, known as quantum 
eff ic iency,  i s  defined i n  reference 2 as the  wavelength-dependent r a t i o  of the  
number of e lectrons delivered into a short  c i r c u i t  t o  the  number of photons 
incident on t h e  c e l l .  

Quantum eff ic iency i s  defined herein as 

where 
t e s t  c e l l  as a resul t  of the  amount of l i gh t ,  F i ,  in m i l l i w a t t s  which i s  
passed by a par t icu lar  f i l t e r ,  i. 
used is  presented i n  the  appendix.) 

Isc( i) is the  shor t -c i rcu i t  current i n  milliamperes produced by the  

( A  complete l i s t  of symbols and the  un i t s  

Thus, since the  photon f l u x  of t he  sun has been measured with consider- 
able accuracy at  the  ea r th ' s  distance from the  sun (as noted in r e f .  4), a l l  
t h a t  remains i s  t o  multiply the  quantum eff ic iency at each wavelength by the  
incident s o l a r  photon f l u x  at  each wavelength and integrate  i n  order t o  obtain 
the  outer-space shor t -c i rcu i t  current.  According t o  referenc 2, the  outer- 
space shor t -c i rcu i t  current,  Iscos, can be wri t ten as 
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In  t h i s  instance,  
of the  so la r  c e l l  

EA i s  the  so la r  photon flux i n  mw/cm2p, and a is  area 
i n  cm2, and &(A) i s  the  curve fa i red  through the  measured &i - 

data  points defined i n  equation (1). The quantum efficiency measurements 
were a l so  car r ied  out a t  various temperatures over the  range from 303O t o  
463' K. 

A reference condition which i s  uniquely charac te r i s t ic  of a par t icu lar  
so la r  c e l l  can be determined from equation (2), t h a t  is ,  t h e  maximum current 
t h a t  can be generated by t h e  so la r  c e l l  f o r  a par t icu lar  temperature and 
incident in tens i ty .  Any source having suf f ic ien t  i n t ens i ty  t o  generate t h i s  
value of shor t -c i rcu i t  current i n  t h e  so la r  c e l l  can now be used t o  es tab l i sh  
t h e  outer-space power output of t he  t e s t  c e l l  as indicated i n  reference 3. 
Thus, .if a t e s t  c e l l  i s  placed i n  a bean of l i gh t  and the  incident in tens i ty  
i s  adjusted u n t i l  t he  c e l l  produces t h e  previously calculated value of outer- 
space shor t -c i rcu i t  current,  then by increasing the  load resis tance (see 
c i r c u i t  diagram i n  figure 4 )  and monitoring the  voltage and current simulta- 
neously, one obtains the  volt-ampere charac te r i s t ic  t y p i c a l  of t h a t  c e l l  i n  
outer space. 
power output f r o m  t h i s  curve. 

It is  then only a m a t t e r  of applying Ohm's l a w  t o  obtain the  

The above is  a general  discussion of t he  experimental measurements and 
the  accompanying calculat ions required i n  going from a quantum eff ic iency 
measurement using a tungsten lamp t o  the  prediction of power output of a 
so la r  c e l l  in outer space. The t e s t  procedure f o r  t he  individual measure- 
ments follows, accompanied by a general  discussion of t he  accuracy of t h e  
measurements as applied t o  t h e  accuracy with which the  outer-space power 
output w a s  predicted. 

Quantum eff ic iency.  - A s  previously s ta ted,  t he  quantum eff ic iency of a 
solar  c e l l  i s  determined by measuring the  current generated by a so lar  c e l l  
exposed t o  a known amount of monochromatic l i gh t ,  as indicated i n  equation (1). 

The incident photon f lux ,  Fit through a given f i l t e r  from a standard 
tungsten lamp i s  calculate$ from the  following relat ionship derived from 
general solid-angle aperture considerations, as suggested by the  National 
Bureau of Standards i n  t h e i r  bu l l e t in ,  "Instruct ions f o r  Using the  Standards 
of Spectral  Radiance": 

where Li i s  the  radiance after transmission through one of t he  spec t ra l  
f i l t e rs ;  R i  (averaged over t h e  region where L i  is  defined) and A are the  
ref l ec tmce  and surface area, respectively,  of t he  8-inch-diameter mirror 
previously mentioned i n  t h e  apparatus section of t h i s  report ;  s is  the  area 
of the  s l i t ;  and D i s  the  distance from the  mirror t o  the  s l i t .  

The transmission through each f i l t e r  i s  the  
spec t ra l  radiance of t h e  ca l ibra ted  lamp and the  
respectively . Thus, the  transmitted radiance i n  

product of 
transmittance of t h e  f i l t e r ,  
equation (3) i s  

LA and ~ ~ ( i ) ,  t h e  



The c e l l  t o  be tested w a s  positioned behind the  micrometer s l i t ,  so t h a t  
a l l  of t he  l i g h t  passing through the  s l i t  w a s  incident on the  so la r  c e l l .  
After adjusting t h e  so la r  c e l l  i n  t h e  l i g h t  beam t o  get maximum current,  t he  
c e l l  holder w a s  locked in place. The various f i l t e r s  were then placed i n  the 
beam and the  shor t -c i rcu i t  current a t  each wavelength, I s c ( i ) ,  w a s  determined. 
The quantum eff ic iency,  Qz, w a s  subsequently computed. 
repeated at  each equilibrium temperature. 
perature w a s  determined by measurjng t h e  voltage applied i n  nul l ing the  
galvanometer def lect ion resu l t ing  from the  voltage generated by i t s  
thermocouple. 

This procedure w a s  
Each s o l a r  c e l l ' s  equilibrium t e m -  

Power output.- The output cha rac t e r i s t i c s  ( V - I  curve) of each t e s t  c e l l  
were measured as follows: a f t e r  t he  in t ens i ty  of t he  xenon l i g h t  source w a s  
adjusted u n t i l  t he  c e l l  produced the  predetermined outer-space short-circui t  
current a t  t he  prescribed so lar  c e l l  temperature, t he  load across the  c e l l  
w a s  varied and the  volt-ampere curve recorded. 

The power output w a s  measured as a function of angle of incidence i n  the  
following manner: each c e l l  w a s  placed on the  c e l l  holder. The holder w a s  
placed i n  a movable frame which w a s  supported on a r i g i d  stand. A protractor  
w a s  f ixed t o  the  movable frame such t h a t  as t h e  angle of t he  c e l l  t o  t he  
incident l i gh t  beam w a s  varied, t he  angle w a s  indicated by a pointer attached 
t o  the  stand. The holder w a s  subsequently placed in the  Spectrosun beam, the  
in tens i ty  of which had been previously s e t  by means of t h e  cal ibrated second- 
ary standard so la r  c e l l .  
described above f r o m  the  normal t o  an 80' angle of incidence. 

The volt-ampere curves were then determined as 

Accuracy of t h e e t h o d . -  The accuracy with which the  power output i n  
outer space can be predicted by t h i s  method i s  determined by the  accuracy 
with which Qi i s  determined, as well  as the  accuracy with which the  photon 
f l u x  of the  sun has been determined. These two fac to r s  determine the  r e f e r -  
ence outer-space shor t -c i rcu i t  current.  Once a c e l l  i s  generating t h i s  
current,  it becomes necessary t o  determine t h e  accuracy with which the  vol t -  
ampere curve, as w e l l  as the  c e l l s  temperature, i s  measured. 

It i s  estimated t h a t  t he  cumulative e r ro r  i n  the  determination of 
should not exceed 53 percent, and the  e r ro r  encountered i n  the  V - I  curve 
measurement should be l e s s  than 2 percent. Thus, there  should be no greater  
than +5-percent e r ro r  i n  t h e  determination of quant i t ies  based upon experi-  
ments reported herein. The e r ro r s  due t o  inaccuracies i n  temperature measure- 
ments were a l s o  considered and found t o  be negl igible .  With an assumed e r ro r  
of +3 percent i n  the  determination of so la r  photon f lux ,  t he  performance of 
these solar  c e l l s  i n  outer space would be estimated t o  be within +8 percent 
of t he  values predicted. 

Qi 
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RESULTS AND DISCUSSION 

The r e s u l t s  of t h i s  experimental program w i l l  be presented i n  the  order 
used to predict  t he  outer-space maximum power output of t he  s i l i con  so lar  
c e l l s  t es ted .  F i r s t ,  t he  quantum ef f ic ienc ies  measured at various tempera- 
tures f o r  t he  t e s t  c e l l s  w i l l  be discussed. 
discussion of t h e  u t i l i z a t i o n  of these quantum ef f ic ienc ies  i n  t h e  calculat ion 
of the  outer-space shor t -c i rcu i t  current.  Then, t he  measured volt-ampere 
curves, based on the  calculated outer-space short-circui t  current,  w i l l  be 
discussed. Final ly ,  after predict ing the  solar  c e l l ' s  temperature at various 
dis tances  from the  sun, the  estimated maximum power output of t he  t e s t  c e l l  
w i l l  be presented as a function of distance from the  sun. 

This w i l l  be followed by a 

It w i l l  be observed t h a t  t he  highest temperature f o r  which tes t  results 
are presented throughout t h i s  report  i s  463' K. 
upper l i m i t  of operation f o r  t he  combination of s o l a r  c e l l ,  solder, and lead 
wires used, since throughout t he  t e s t s  performed on the  solar  c e l l s ,  more than 
one-half of t he  c e l l s  f a i l e d  at t h i s  temperature because of loss of the  
soldered e l e c t r i c a l  connections to t he  c e l l .  

This temperature w a s  t he  

Quantum Efficiency 

Figure 5 shows t h e  quantum ef f ic ienc ies ,  Qi, as a function of wavelength 
at 303O, 355', 407O, 4 3 8 O ,  and 463' K f o r  an N/P type solar  c e l l .  A s h i f t  
toward the  infrared i n  each s i l i con  solar  c e l l ' s  quantum eff ic iency curve w a s  
observed when the  temperature w a s  increased f rom 303O to 463' K. At 303' K, 
the  peak of t he  f a i r e d  curve occurred at approximately 0 . 8 5 ~ ;  and a t  463' K, 
it w a s  approximately 0 . 9 5 ~ .  As  pointed out i n  reference 5, t h i s  e f f ec t  i s  
a t t r i bu ted  to a s h i f t  t o  longer wavelengths i n  the  op t i ca l  absorption of 
s i l i con .  A calculat ion w a s  ca r r ied  out to determine a t  what wavelengths the  
maximum c a r r i e r  generation i n  s i l i con  would occur f o r  temperatures of 303O and 
463O K. 
f o r  each temperature, as predicted by Fan e t  al .  ( r e f .  6 )  
at  which the  maximum quantum ef f ic iency  occurred f o r  both temperatures corre- 
sponded to t he  wavelengths at which the  maximum c a r r i e r  generation occurred 
f o r  those same temperatures. 

This quantity w a s  calculated using the  s h i f t  i n  op t i ca l  absorption 
The wavelength 

Calculation of Outer -Space Short -Circuit Current 

Figure 6 i l l u s t r a t e s  t he  var ia t ion  of outer-space short  -c i rcu i t  current 
of the  t es t  c e l l  with temperature and incident i n t ens i ty  as computed from 
equation ( 2 ) .  I n  t h i s  case 
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represents t h e  inverse square l a w  dependence of incident so la r  energy on 
distance,  r ,  and EA' - 

i s  the  so la r  photon f lux at  1 A.U. (see ref. 4) .  

It i s  seen from figure 6 t h a t  an increase i n  outer-space short-circui t  
current of about 13 percent i s  encountered when t h e  equilibrium temperature 
of t he  so la r  c e l l  i s  increased from 303' t o  463O K. 
an increase i n  minority c a r r i e r  diffusion length as observed by various other 
invest igators  . 

This i s  probably due t o  

Power Output 

Temperature and in tens i ty  effects . -  Figure 7 shows four  t y p i c a l  v o l t -  
ampere curves produced by adjusting the  incident i n t ens i ty  of the  xenon l i g h t  
source u n t i l  the  t es t  c e l l  w a s  generating the  value of outer-space short-  
c i r c u i t  current as calculated from equation ( 2 ) .  
c i r c u i t  current t o  changes i n  source in tens i ty ,  as w e l l  as the  sens i t i v i ty  of 
open-circuit voltage t o  changes i n  temperature, is  w e l l  i l l u s t r a t e d .  The 
combined e f f ec t s  on power output a re  observed as changes i n  the  maximum power 
points of the  curves. 

The s e n s i t i v i t y  of short-  

The t e s t  parameters and the  corresponding r e s u l t s  obtained i n  the  
measurement of these and other volt-ampere curves a re  l i s t e d  i n  t ab le  I. A 
complete s e t  of t he  measured volt-ampere curves i s  avai lable ,  upon request, 
from the  author. 
t u re s  and i n t e n s i t i e s  i n  f igure  8. 
a given so lar  energy, t he  c e l l  output decreases s ign i f i can t ly  as the c e l l  
temperature increases.  

The m a x i m u m  power points a r e  presented f o r  various tempera- 
It should be noted pa r t i cu la r ly  tha t ,  a t  

Angular var ia t ions . -  The e f fec t  of varying the  angle of incidence on the  
maximum power output of a s o l a r  c e l l  has been measured a t  a t o t a l  photon f lux  
of 140 mw/cm2. 
accounted f o r  merely by multiplying the  cosine of t he  incident angle times the  
power output at normal incidence. T h i s  i s  shown i n  f igure  9 where the  angular 
degradation fac tor ,  K, obtained from t h e  following re la t ionship  

The la rge  reductions i n  measured power output could not be 

i s  p lo t ted  as a function of t he  angle of incidence. The decrease i n  K i s  
s ign i f icant  a t  angles greater  than 60'. The reason fo r  t h i s  e f fec t  has not 
been thoroughly studied, however, the power degradation due t o  changes i n  
rad ia t ion  in tens i ty ,  such as that described i n  reference 7, has been consid- 
ered and found t o  be r e l a t ive ly  small i n  t h i s  case. For example, a t  0 = 0, 
a 10-percent deviation i n  l i nea r i ty  of power output with in tens i ty  w a s  
observed when the  in tens i ty  w a s  reduced t o  20 mw/cm2 by means of neutral  den- 
s i t y  f i l t e r s .  Thus, it i s  assumed t h a t  t h e  observed ef fec t  i s  primarily due 
t o  changes i n  t h e  r e f l ec t ive  charac te r i s t ics  of t he  c e l l  a t  high angles of 
incidence. 
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Solar C e l l  Temperature i n  Outer Space 

The temperature of a so lar  c e l l  at  a point i n  space i s  determined by i t s  
a b i l i t y  t o  absorb and r e j e c t  heat or iginat ing from the  incident solar  energy. 
This a b i l i t y  i s  determined by t h e  configuration of t h e  s t ruc ture  which car r ied  
the c e l l  and by the  mater ia l  from which the  s t ructure  i s  made. 

A change i n  the  so la r  absorptance of t he  c e l l ,  comparable t o  the  change 
of angular degradation f ac to r  (see f i g .  9), should be expected as the  angle 
t o  the  incident so la r  f l u x  i s  increased, based on the  aforementioned assump- 
t i o n  t h a t  t he  deviation from t h e  cosine l a w  i s  due t o  changes i n  t h e  r e f l ec -  
t i v e  propert ies  of t h e  c e l l .  This consideration is  contained in the  following 
equation from reference 8 which has been modified here by t h e  angular 
degradation f ac to r ,  K. 

The temperatures of a so la r  c e l l  aff ixed t o  the  paddle of a vehicle,  
s i m i l a r  t o  the  concept of a so la r  probe ( r e f .  l), have been calculated f o r  
various distances f romthe  sun and are  shown i n  f igure  10 f o r  paddle or ienta-  
t i ons  t o  the  incident so la r  energy of Oo, 45O, 60°, 70°, and 80°. The values 
of 
angular degradation f a c t o r  K ( f i g .  9) on the  solar c e l l  temperature i s  a l so  
i l l u s t r a t e d  in  f igure  10 f o r  t h e  angles 60°, .TO0, and 80°. 
t he  distance from the  sun a t  which the  s o l a r  c e l l  would a t t a i n  t h e  assumed 
463' K l imit ing temperature has been considerably reduced by incorporating the  
angular degradation f a c t o r  i n  the  determination of c e l l  temperature. 

0, E ~ ,  cB, and as are  given i n  the  l i s t  of symbols. The e f f ec t  of t he  

It i s  seen t h a t  

Power Output i n  Outer Space 

The maximum power output of a t yp ica l  t e s t  c e l l  on a f ixed paddle of a 
vehicle a t  various distances f r o m t h e  sun i s  shown i n  f igure  11. These curves 
a re  obtained f romthe  data of f igures  8 and 9 and the  calculated curves of 
f igure  10. Power outputs f o r  c e l l  temperatures computed from cosine l a w  
dependence, K = 1 i n  equation(7),as wel l  as f o r  those modified by the  angular 
degradation factor ,  a r e  i l l u s t r a t e d .  I n  each case, t he  distance of c losest  
approach t o  the  sun at  a gixen angle of incidence has been established by the  
l imit ing temperature of 463 K, as previously mentioned. The combined e f f ec t s  
of temperature and in t ens i ty  on power output a r e  i l l u s t r a t e d .  
noted at  t h i s  point t h a t  a po ten t i a l ly  important fac tor ,  the  e f f ec t  of time at 
elevated temperature on power output of the c e l l  has not been taken i n t o  
account i n  t h e  current study. That is, i n  these experiments t h e  so la r  c e l l s  
were a t  elevated temperatures f o r  periods of l e s s  than 24 hours; whereas, i n  
space during a mission of t h e  solar-probe-type considered, t h e  c e l l s  could be 
a t  elevated temperatures f o r  periods of weeks t o  months. 

It should be 
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It i s  observed i n  f igure  11 tha t ,  f o r . a n y  f ixed paddle orientation, t he  
power output first increases as the  distance f romthe  sun decreases, then c e l l  
performance begins decreasing ra ther  abruptly as t h e  detrimental  e f f ec t  of 
high temperature overcomes the  benef ic ia l  e f f ec t  of t h e  increased in tens i ty .  
A s  indicated e a r l i e r ,  at  high angles t o  the  incident so la r  energy, t he  char- 
a c t e r i s t i c s  of t h e  c e l l  t h a t  lead t o  t h e  angular degradation f ac to r  ac tua l ly  
have a benef ic ia l  e f f ec t  on power output when t h e  c e l l  i s  near the  sun. This 
i s  indicated i n  f igu re  11 where a t  
distance of c losest  approach t o  the  sun i s  0.16 ra ther  than 0.20 A.U. s ince 
K = 0.55 ra ther  than 1. Although not apparent from t h i s  f igure,  it should be 
noted t h a t  temperatures as low as 185' K (-880 C )  could be experienced by a 
so lar  c e l l  incl ined t o  an angle of 80' a t  t h e  ear th ' s  distance from the  sun. 
Such low temperatures might cause s t ruc tu ra l  problems due t o  thermal s t resses  
i n  so la r  c e l l ,  bond, substructure system. If a programmed variat ion of t he  
inc l ina t ion  of t h e  paddles t o  the  so la r  f l u x  i s  considered, then an essen- 
t i a l l y  constant power output 'could be achieved i n t o  about 0.2 A.U., and the  
possible low-temperature problem j u s t  mentioned would be reduced. 

0 = 8oo, f o r  example, t h e  allowable 

CONCLUDING €GZMAFXS 

A s  a, solar  c e l l  approaches the  sun, it encounters an increase i n  solar  
radiat ion in tens i ty  which increases i t s  temperature. Thus, t he  i n i t i a l  
increase i n  solar c e l l  power output with the  increase i n  in tens i ty  is  
eventually counteracted by a decrease because of t he  detrimental  e f f ec t  of 
high temperature. 

The distance of c losest  approach t o  the  sun could be improved if the  
solar  c e l l  were def lected t o  some f ixed angle with respect t o  the  incident 
so la r  energy, however, there  would be a consequent loss i n  power output at  
the  ea r th ' s  distance from the  sun. Also, it was found t h a t  the  c e l l  could 
approach the  sun s igni f icant ly  closer than expected f o r  a given temperature 
l i m i t  i f  t he  assumed ref lec t ive  charac te r i s t ics  of the  c e l l  a t  high angles 
of incidence reduced the  temperature increase.  It should be emphasized tha t  
t h i s  e f f ec t  w a s  determined only f o r  the  c e l l s  t e s t ed .  It i s  expected t h a t  
there  could be subs tan t ia l  differences i n  t h i s  e f f ec t  due t o  differences i n  
coatings, protect ive cover glasses ,  and so lar  c e l l s .  

A r e l a t ive ly  constant power output t o  a vehicle would be possible if  the  
so la r  paddles were designed so  t h a t  t h e i r  angle t o  the  incident solar energy 
could be gradually increased as the  vehicle approached the  sun. This would 
overcome the  condition of low power output a t  t h e  ea r th ' s  distance f rom the  
sun f o r  high angles t o  the  incident so la r  energy. 

Ames Research Center 
National Aeronautics and Space Administrat ion 

Moffett Field,  C a l i f  ., Sept . 24, 1964 
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APPENDIX 

SYMBOLS 

area of spherical  mirror, cm2 

area of the  so l a r  c e l l ,  em2 

distance from the  mirror t o  the  s l i t ,  cm 

t o t a l  incident so la r  flux, mw/cm2 

solar  energy, mw/cm2p 

solar  energy, mw/cmZp ( r e f .  4) at  1 A.U. 

photon f lux ,  mw 

short-circui t  current ,  m a  

wavelength dependent short -c i rcu i t  current ,  m a  

outer-space shor t -c i rcu i t  current,  m a  

f i l t e r  number 

angular degradation f ac to r  

1 spec t ra l  radiance of cal ibrated lamp, E 
c1 e m 2  steradian 

transmitted radiance of cal ibrated lamp, mw/cm2 steradian 

maximum power output at  normal incidence, mw 

maximum power output at  any angle 8 ,  mw 

quantum eff i c  iency , ma/mw 

curve f a i r ed  through the  measured Qi data  points  defined i n  
eq. (1) 

reflectance of t h e  spherical  mirror averaged over t he  region where 
L i  i s  defined 

distance f r o m t h e  sun, A.U. ( l A . U .  = 93,000,000 m i . )  

a rea  of the  s l i t ,  cm2 
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temperature , OK 
open-circuit voltage, v 

so lar  absorptance of t he  s o l a r  c e l l ,  0.87 ( re f .  7) 

emittance of t he  solar  c e l l  back surface, 0.85 ( r e f .  7) 

emittance of t he  solar  c e l l  f ron t  surface, 0.87 ( ref .  7) 

angle of incident l i g h t  

wavelength, microns 

Stef an-Bolt zmann constant, 5.67X10-' mw/cm2( OK) 

spec t ra l  transmittance of i t h  f il-ter 
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TABLE I. - TEST RESULTS 
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VOC 
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570 
567 
.560 
553 
.540 
.510 
538 

.300 
,230 
.190 
540 
550 
551 
.415 
.428 
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.405 

.312 
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.240 
.252 
,263 

~~ 

Pmax 
mw 

27.9 
26.3 
24.25 
20.90 
17 05 
12.60 
7.86 
2,65 
24.00 
16.00 
10.00 
6.50 
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34.00 
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24.65 
37.60 
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15.00 
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A-30300 ( b )  Thermocouple bonded t o  solar c e l l .  

Figure 1.- S p i c a 1  solar c e l l .  



A-30299.1 

Figure 2 .  - Lamp ca l ibra t ion  equipment. 

A-30298.1 

Figure 3 .- Solar c e l l  holder and 
associated components. 



I .7 sz 

.I sz 

- - - 4.5 volts 

- 
No. 6 cells T 

t l  
- - - 4.5 volts 

+ D cells 

- 
50 
IO T 

+ 
Y 
I 

X Y  Plotter o +  
X 
I 

Figure 4. - Circuit diagram f o r  vol t  -ampere curve determination. 
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Figure 5 .  - Quantum ef f ic ienc ies  measured at  various temperatures using a 
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Figure 8.- Changes in  outer-space power output for various combinations of temperature and Iu 
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